
Au Pt Pd Cu Ag Ni
ppb ppb ppb % ppm %

Sample 
#
27454 239 1359 7919 1.15 3.6 0.25
27455 193 1145 6098 0.93 2.5 0.93
27456 42 3040 11,400 1.86 4.8 0.9

ppb – parts per billion
ppm – parts per million
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